
Strength of Materials (HSM)

OPTIONAL POLYPROPYLENE TEST SPECIMENS
HSM34Py

Year 1
study

Features

Polypropylene specimen set

Description
Optional specimen set for HSM34 10 specimens supplied per set

Related Laws/Applications

Creep

Failure

Tensile testing

Duration

Temperature effect

Elastic strain

Primary, secondary, tertiary periods

Material composition

Learning capabilities

Creep fracture load

Temperature affect on creep rate and failure

Material variation on creep rate and failure

Load variation on creep rate and failure

Technical Specification

Specimen: 22mm gauge length, 4.8(W) x 1.6(t) mm nominal

Essential Ancillaries

HSM34

What’s in the Box?

1 x Container

10 x Specimens

Packing list

Test sheet

Weights & Dimensions

0.5kg
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Ordering information
To order this product, please call PA Hilton quoting the following code:
HSM34Py 
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